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SHANGHAI EVERSKILL M&E CO.,LTD. .

RM.704,NO.105,GAOYI ROAD,SHANGHAI,CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : ALUMINUM FOIL .

SGS Job No. : SHHG1107019152SD - SH .

Date of Sample Received : . 18 Jul 2011.

Testing Period : . 18 Jul 2011 - 22 Jul 2011 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Conclusion :. The submitted Silvery foil sample said to be used for ALUMINUM FOIL do not 

exceed the limit stated in the FDA Specifications for determining the amount of 

extractives from the submitted sample used as the food-contact surface of 

articles..

Signed for and on behalf of 

SGS-CSTC Ltd. .

Wang Lini, Renee.

Approved Signatory . . .

0000461009



Test Report. No. SHAHG1111420401  Date: 22 Jul 2011 . Page 2 of 2.

Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. SHA11-114204.001 Silvery foil.

FDA 21 CFR 175.300.

Test Requested : . As specified for client, with reference to Food and Drug Administration Regulations for 

determining the amount of extractives from the submitted sample. .

Test Method : . With reference to FDA 21 CFR 175.300. .

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001

Total Extractives

n-Heptane.. <0.1mg/inch²..18mg/inch².150℉..2.0hr..

Distilled Water .. <0.1mg/inch²..18mg/inch².250°F..2.0hr..

 .

Sample photo: .

SHAHG1111420401

SHA11-114204.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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